
Aggregate Grading Report
Test Report on Determination of Particle Size Distribution on Aggregates

Test No: R437
Material:
Supplier / Source:
Sampled From:
Specification: BS EN 12620 and PD 6682-1 (Annex D) Category Gf85 0/1(FP)
Method: BS EN 933-1: 2012

BS Sieve Wt Retained (g)  Retained % Passing % Specification SDV (S)
6.3 0 0.0 100 - -
4 0 0.0 100 - -

2.8 1 0.1 100 - -
2 0 0.0 100 100 -
1 10 0.9 99 85 - 99 -

0.500 67 6.2 93 55 - 100 -
0.250 292 27.1 66 - 48 - 98
0.125 484 44.9 21 - 10 - 30
0.063 199 18.5 2.2 0 - 3
Pan 24 2.2

3.15%

The sample as supplied and tested specification

Signed:
Name:
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